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Test report No.: 25201801185 Page 1 of 1

Applicant: STARSTILE

Address of Applicant: CCS:SLO‘?\I EEYUAN THE NO.1 MANSION DENGHU WEST ROAD GUICHENG FOSHAN GUANGDONG

Name of Sample: CORDOBA

Mark of Samples: / Sizes of Sample: 60cm X 60cm

Source of Samples: Samples selected by applicant Quantity of Samples: 2 Pieces

Received on: 2018-03-22 Test Date: 2018-03-23

Test Standard: ANSI A137.1-2012 American National Standard Specifications for Ceramic Tile

Results of Inspection:

Test Item Test Method Test Result
Dynamic coefficient of friction ANSI A137.1-2012 Wet DCOF Value (uD): 0.60
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End of Test Report
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Stamp of inspection unit 2, Authorized Signatory Date _2018-03-27
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Notes. 1 All mspections are carmed out conscientiously to the best of our knowledge and ability. This report does not in any respect absolve the other related parties from his contractual and legal obligatons

Ihas report shall not be reproduced, exceptn full, without the prior wntten approval from the issuing laboratory, 3. The results in this report apply to the samples only.
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